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ARO Project 
“Feasibility study for the use of green, bio‐based, efficient reactive 

sorbent material to neutralize chemical warfare agents” 
 Final Report 

 
Lucian A. Lucia (lead PI) 

Dimitri S. Argyropoulos (co‐PI) 
North Carolina State University 

Department of Forest Biomaterials (formerly Wood & Paper Science) 
Department of Chemistry 

Raleigh, North Carolina 27695‐8005 

 
 
Statement of Problem Studied:  In this research work, an effort was made to modify a typical 
polysaccharide  to  form nerve gas detoxification materials.   This  final  report will  focus on  the 
most successful work obtained thus far. 
 
 
Experimental: 
 
Materials:    Micro‐crystalline  cellulose  was  obtained  from  Sigma  Aldrich  and  used  without 
further purification. Epichlorothiohydrin, pyridine, benzoyl chloride and dichloromethane were 
obtained from Sigma Aldrich and used without any further purification. 
 
Substitution of cellulose:   0.1 gm of microcrystalline cellulose  (0.617 mmol of repeating unit) 
was dissolved in 1‐allyl‐3‐methylimidazolium chloride (Amim chloride) ionic liquid by heating at 
80oC for 3h with occasional vortexing. To this sample 200 µL (2.576 mmol) of pyridine and 160 
µL (1.90 mmol) of epichlorothiohydrin was added and continued stirring at room temperature. 
After 2h the product was recovered by precipitating from 3:1 mixture of ethanol to water after 
mixing vigorously for 5 min. The product was washed several times with methanol to remove 
the remaining amim chloride and dried under vacuum.  
 
Benzoylation:  The  epichlorothiohydrin  substituted  cellulose  is  insoluble  in  any NMR  solvent. 
Therefore, benzoylation of the sample was done.  20 mg of the sample was dissolved in 500 mg 
of amim chloride in a 15 mL flask by first thoroughly dispersing the sample, followed by heating 
at 80oC with magnetic stirring until the solution was transparent (about 3 h). Pyridine (200 μL, 
2.20 mmol) was  added,  and  the mixture was  homogenized  to  form  a  uniform  paste  before 
being allowed  to  cool  to  room  temperature. Benzoyl  chloride  (220  μL, 1.91 mmol) was  then 
added  in one portion, and the sample was subsequently stirred for 3 h at room temperature. 
The benzoylated product was precipitated by the addition of a 1:3 mixture of deionized water 
and ethanol with vigorous  stirring  for 5 min, after which  the precipitate was washed  several 
times with methanol and dried under vacuum.  
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Summary of Most Important Results:  
 
The NMR spectrum shows two new peaks at 5.1 and 5.4 ppm that verified the substitution of 
the  cellulose  molecules  with  epichlorothiohydrin.  The  mechanism  of  the  reaction  is  given 
below.  
 
 
 

 
 
 

Figure 1. 1H NMR spectrum of epchlorothiohydrin 

substituted cellulose 
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Future Plans (with successful support subsequent to this SEED):  
 
In  the  next  step,  the  epithiochlorohydrin  substituted  cellulose will  be  treated with  sodium 
hydrogen sulfide to synthesis a dithiol and treat the new material with the mimic compounds to 
examine their efficacy to neutralize the mimic compounds.  
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